Fire & Flammability Testing m FR TEST SKETCH
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CONSTITUTES
A FAILURE SPECIMEN
IGNITION SOURCE:
TIMED BURNING TABLET

CFR TITLE 16 PART 1630

Standard for the Surface Flammability
of Carpets and Rugs (FF 1-70)

Sketches of Tests CFR 16 1630
Building Codes CFR 16 1630
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Received:04/28/2017 |Completed:05/09/2017 |Letter: M1 BG | P.O#: Test Report #: 3-18549-1-

Client's Lot No.: Temporary Surface Protection. Date of Mfg.: April 2017. Style: Skudo HT Mat. Composition: 100% Polyester

Identification| Non-Woven Textile with High Traffic Coating. (see continuation)

Tested For: Brendon Smith Key Test: CFR 16 Part 1630/1631 WIT 255
Skudo USA
2330 Alberta Drive, # 200 Tel: 1-(972)-993-0777 Ext:
Dallas, TX 75229 Fax: 1-( )- -

CLIENT'S IDENTIFICATION (continuation):
[Release paper removed prior to testing.
LE: 2016 ; V 03/16 PC: 2H @ 105°C (221°F) + 1H (desicattor) NTR 5/16 /3d

TEST PERFORMED: CFR Title 16 Parts 1630 & 1631 (previously FF 1-70 & FF 2-70) - Standard for the
| Surface Flammability of Carpets & Rugs (Pill Test)

RESULTS REPORTED: [x] Initially
[ ] After 10 launderings AATCC Test Method 124
[ ] After 10 alternative refurbishing cycles

BRIEF DESCRIPTION OF TEST: The ignition source is a small burning pill which is placed in the center
of the material being tested. The technician observes the surface burning and charring (if any) along
a 4.0" radius from the ignition point to the perimeter of a steel frame circle (flattening frame). The
"Distance" measurement is the difference between the charred area (furthest point of burning) and the
perimeter of the steel frame. The further the burning and charring progress, the lower the reported
"Distance" value. Any reported "Distance" greater than 1.0" is passing. Any reported "Distance" of
1.0" or less is considered a failure.

RESULTS:
Distance
Specimen # (inches)
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REMARKS: Test was conducted in the presence of Wayne Aaron (Texchem U.K. Limited).
ACCEPTANCE CRITERIA: "Distance" shall be greater than 1.0" for 7 or more specimens.
CONCLUSION: Based on the above Results and Acceptance Criteria, the item tested:

[x] Complies; [ ] Does not comply

CERTIFICATION: I certify that the above results were obtained after testing specimens in accordance
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The results contained in this report relate only to item(s) tested. The test report shall not be
reproduced, except in full, without written approval from Govmark.






